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Test and Evaluation Department

KADDB Ballistic Testing Facility

Test Report

Ballistic Resistance Test

59.7 mm Ballistic Glass
NATO STANAG 4569/ (Level 2 KE) (Partial)
VIP - Elite Glass Industries Company

KADDB/TEST/KBTF/TR/554

UKAS

TESTING

4515

This report relates only to the test specimens tested and should not be published or copied or distributed or reissued to any party
whatsoever without the prior written permission of King Abdullah II Design and Development Bureau (KADDB).

Test & Evaluation Department, Amman 11190 Jordan, Po box 928125
KADDB/TEST/KBTF/TR/554
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Test & Evaluation Department

Ballistic Testing Laboratory

Test Report

Ballistic Resistance Test
65mm Ballistic Glass

NATO STANAG 4569 KE / Level 2 (7.62x39mm API BZ)

ELITE Glass Industry / Jordan

KADDB/TEST/KBTF/TR/416/03

UKAS

TESTING

4515

This report relates only to the test specimens tested and should not be published or copied or distributed or reissued to any party
whatsoever without the prior written permission of King Abdullah II Design and Development Bureau (KADDB).

Test & Evaluation Department
KADDB/TEST/KBTF/TR/416/03



